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Abstract: Upon a core level excitation by circularly polarized light (CPL), the an-

gular momentum of light, i.e. helicity, is transferred to the emitted photoelectron.

This phenomenon can be confirmed by the parallax shift measurement of the for-

ward focusing peak (FFP) direction in a stereograph of the atomic arrangement.

The angular momentum of the emitted photoelectron is the sum of CPL helic-

ity and the magnetic quantum number (MQN) of the initial state that define the

quantum number of the core hole final state. The core hole may decay via Auger

electron emission, where in this two electron process the angular momentum has

to be conserved as well. Starting from a given core hole, different Auger decay

channels with different final state energies and angular momenta of the emitted

Auger electrons may be populated. Here we report the observation and formu-

lation of the angular momentum transfer of light to Auger electrons, instead of

photoelectrons. Wemeasured photoelectron andAuger electron intensity angular

distributions fromCu(111) and Cu(001) surfaces as a function of photon energy
andphotoelectron kinetic energy. By combiningAuger electron spectroscopywith
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the FFP shift measurements at absorption threshold, element- and MQN-specific

hole states can be generated in the valence band.

Keywords: Photoelectron Diffraction, Auger Electron, Circular Dichroism, Atomic

Orbital.

1 Introduction

Copper is nonmagnetic, while nickel, which has one less electron than copper,

is ferromagnetic. Gold is chemically inert, while platinum, which has one less

electron than gold, is an essential element in catalyst chemistry. If we can gen-

erate a valence hole with arbitrary atomic orbital character in the solid, excited

states with new electronic properties are created, which can not be achieved by

a simple thermal excitation. The Auger electron emission processes that involve

two valence electrons allow e.g. for the creation of a nickel-like 3𝑑84𝑠2 atom in

a copper matrix. As we show here the polarization of this 3𝑑84𝑠2 impurity may be

controlled by the light incidence and polarization of the light that creates the core

hole for the Auger decay process.

Core-level photoelectron spectroscopy and diffraction are powerful tech-

niques to analyze element specific electronic and atomic structures, respec-

tively [1]. Forward focusing peaks (FFPs) appearing in the photoelectron intensity

angular distribution (PIAD) indicate the directions of atoms surrounding a pho-

toelectron emitter atom [2–4]. When a core level is excited by circularly polarized

light (CPL), angular momentum of light, i.e. helicity, is transferred to the emit-

ted photoelectron, which can be confirmed by taking a stereograph of the atomic

arrangement and measuring the parallax shift of FFP direction [5]. The parallax

shift of FFP is proportional to theangularmomentumof the emittedphotoelectron

and inversely proportional to the interatomic distance between the photoelectron

emitter and scattering atoms. The angular momentum of the emitted photoelec-

tron (𝑚f) is the summation of CPL helicity (𝜎) and the orbital magnetic quantum

number (MQN) of the initial state (𝑚i). Angular circular dichroism contrasts orig-

inate from the interference of the direct wave from the emitter atom and the wave

scattered by the neighboring atoms. Thus they reflect the local atomic and elec-

tronic structure.

Prominent FFP angular circular dichroism was also observed in the valence

band PIADs at the high kinetic energy of around 500 eV [6, 7]. The angular shift of

the photoelectron FFP for the graphite𝜎𝑥𝑦 bandswas twice of that for the� and 2𝑠
bands. This indicates that the FFP shift can be used tomeasure theMQN of atomic

orbitals constituting each of the energy bands. By setting an analyzer at the corre-
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sponding FFP position, the photoelectron with a specific angular momentum can

be selectively detected. Correspondingly, an orbital-momentum-polarized hole

state is created.

Here we report the observation of the angular momentum transfer from the

excitation light to the resonant Auger electrons resulting from the decay process

filling a core hole after the core level excitation to the conduction band [8]. The

angular part of the Auger electron transition matrix element is formulated for the

understanding of the resonant Auger electron circular dichroism. The resonant

Auger electron emission by CPL excitation is an excellent way to polarize valence

bands with a specific orbital magnetic momentum and a specific atomic number

in a controlled fashion localized in space and time. This is useful for revealing

the contribution of each atomic orbital to the electronic properties in compound

crystals and epitaxial thin films.

2 Principle

The wave function of an emitted electron with kinetic energy 𝐸 and wave vector k
is written as a partial wave expansion [9]:

𝜓𝐸,k(𝑟, 𝜃, 𝜙) = 4�∑
𝑙𝑚
𝑖𝑙 exp(−𝑖𝛿𝑙)𝑌∗𝑙𝑚(𝜃𝑘, 𝜙𝑘)𝑌𝑙𝑚(𝜃, 𝜙)𝑅𝐸𝑙(𝑟). (1)

𝛿𝑙 is the phase shift for the partial wave 𝑙. 𝜃𝑘 and 𝜙𝑘 are the polar and az-

imuthal angles of the outgoing direction of the emitted photoelectronwith respect

to the incident photon axis. 𝑅𝐸𝑙(𝑟) is the radial wave function. Here, we focus on
the angular part of photoelectron and Auger electron emission processes for dis-

cussing the angular distribution of circular dichroism. We derived an intensity

ratio for each final state (𝑙f,𝑚f) with the angular distribution 𝑌𝑙f𝑚f .

2.1 Angular momentum of the photoelectron

The Gaunt coefficient is the product of three spherical harmonics integrated over

the full solid angle. It is easily derived using tabulated values of Clebsch–Gordan

coefficients 𝐶(𝑙1𝜈𝑙2; 000) and 𝐶(𝑙1𝜈𝑙2; 𝑚1𝜎𝑚2).
𝑐𝜈(𝑙2, 𝑚2, 𝑙1, 𝑚1) = √ 4�2𝜈 + 1

𝜋

∫
0

2𝜋

∫
0

sin 𝜃d𝜃d𝜙𝑌∗𝑙2𝑚2𝑌𝜈𝜎𝑌𝑙1𝑚1 (2)

= √2𝑙1 + 12𝑙2 + 1𝐶(𝑙1𝜈𝑙2; 000)𝐶(𝑙1𝜈𝑙2; 𝑚1𝜎𝑚2) (3)
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The dipole operator (𝜈 = 1) with helicity 𝜎 is denoted by a spherical harmon-

ics𝑌1𝜎. The dipole excitation probability from an initial bound state𝑌𝑙i𝑚i to a par-
tial wave 𝑌𝑙f𝑚f of final continuum state is proportional to the square of a Gaunt

coefficient 𝑐1(𝑙f, 𝑚f, 𝑙i, 𝑚i) [9–12] and is non-zero under the following conditions:
Δ𝑙 ≡ 𝑙f − 𝑙i = ±1, (4)

Δ𝑚 ≡ 𝑚f − 𝑚i = 𝜎 = 0, ±1. (5)

The radial matrix element 𝑅𝑙f is independent of MQN. The contributions of 𝑙i ± 1
channels are evaluated by taking the radial matrix element ratio 𝑅𝑙i+1/𝑅𝑙i−1 and
phase shift 𝛿𝑙i±1 into account [9]. In the case of the angular circular dichroism

evaluation consisting the different𝑚i →𝑚f transitions, the radialmatrix element

effect becomes simply a constant factor for each 𝑙i → 𝑙f transition.
The effectiveMQN of photoelectron𝑚∗f (𝜃𝑘) is the average of the different final

state angular momenta𝑚f from the initial states of quantum number𝑚i = 𝑚f −𝜎 weighted by the transition probability at 𝜃𝑘 [13]. 𝛩𝑙f𝑚f is a polar angle part of
spherical harmonics.𝑚∗f (𝜃𝑘) is as follows.

𝑚∗f (𝜃𝑘) = ∑𝑙i𝑚i=−𝑙i 𝑚f|𝑐1(𝑙f, 𝑚f, 𝑙i, 𝑚i)𝛩𝑙f𝑚f |2
∑𝑙i𝑚i=−𝑙i |𝑐1(𝑙f, 𝑚f, 𝑙i, 𝑚i)𝛩𝑙f𝑚f |2 (6)

Figure 1(a) and (b) show the polar angle (𝜃𝑘) dependence of𝑝 to 𝑑 and𝑑 to𝑓 tran-

sition probabilities. The left panels of Figure 1 summarize the final state spherical

harmonics for a 𝑙i→𝑙f = 𝑙i+1 channel. The transitionprobability fromeachatomic

orbital by CPL excitation is indicated. The right panel shows the effective MQN.

For instance, in the case of a 𝑝 → 𝑑 transition, the final states of𝑚f = 0, 1, and 2
are the majority at the emission angle of 0∘, 45∘, and 90∘, respectively, as shown
in Figure 1(a). In the case of 𝑑 → 𝑓 transition as shown in Figure 1(b), contribu-

tions to 𝑚∗f (90∘) for 𝑚f = 0 and 2 will be 0, while that of𝑚f with ±1 will be 0 at𝜃out = 63.43∘. By setting appropriate incident angle, photoelectron with specific

angular momentum𝑚f can be excluded.

The photoelectron is partially scattered by the surrounding atoms. Direct and

scattered waves interfere and form photoelectron diffraction patterns, and FFPs

at the directions of surrounding scattering atoms. The photoelectron wave propa-

gates perpendicular to the photoelectron isophase plane, exp[𝑖(𝑘𝑟 + 𝑚∗f 𝜙)]. The
real part of a simulated Cu 3𝑑 photoelectron wave function from a Cu 9-atom
cluster excited by CPL is shown in Figure 2 [14]. The center atom is the photoelec-

tron emitter. The kinetic energy was set to 914 eV. Red and blue wave fronts cor-
respond to direct and scattered photoelectron waves, respectively. The effective

MQN of photoelectron is non-zero in the case of CPL excitation, thus the isophase

plane of photoelectron direct wave is a spiral. This causes the rotation of the FFP
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Figure 1: Left panels: Polar angle 𝜃� dependenceof the transition probabilities from each atomic

orbital by circularly polarized light excitation for (a) 𝑝 to 𝑑 and (b) 𝑑 to 𝑓 transitions. Right
panels: same as left panels but for the effective angular momenta for photoelectrons.

Figure 2: Real part of Cu 3𝑑 photoelectron wave function from a Cu
9-atom cluster excited by circularly polarized light. Center atom is

photoelectron emitter. Incident photon axis is perpendicular to the

cluster plane. Kinetic energy was set at 914 eV. The directions of
forward focusing peaks (FFPs) shift rotationally due to angular

momentum transfer from incident photon. Red and blue wave fronts

correspond to the direct and scattered photoelectron waves.
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direction around the incident light axis toward the same direction as the helicity

of CPL. The rotation angle Δ𝜙 is well described by the Daimon formula [5, 15]:

Δ𝜙 = tan−1 𝑚∗f (𝜃𝑘)𝑘𝑅 sin2 𝜃𝑘 , (7)

where 𝑘 is the wave number of photoelectron. The shift Δ𝜙 is inversely propor-

tional to the interatomic distance 𝑅 between the photoelectron emitter and the

scatteringatoms. Thus, the local stereoscopic atomic arrangements canbe imaged

directly with a stereographwhich consists of a pair of PIADs excited by CPL [5, 15–

17].

2.2 Angular momentum of the Auger electron

After the core-hole creation, two electrons labeled 1 and 2 and occupying𝜓A and𝜓B, take parts in the succeeding Auger electron emission process. Here, the wave

functions for the corehole and theAuger electronaredenotedas𝜓𝑙i𝑚i and𝜓𝑙f𝑚f , re-
spectively. Consequently, theAuger electron transition probability𝜔fi is expressed
as follows [18–20].

𝜔fi = ℏ−2|𝐷 − 𝐸|2 (8)

direct: 𝐷 = ⟨𝜓𝑙f𝑚f(2)𝜓𝑙i ,𝑚i(1)||𝑟1 − 𝑟2|−1|𝜓A(1)𝜓B(2)⟩ (9)

exchange: 𝐸 = ⟨𝜓𝑙f𝑚f(2)𝜓𝑙i ,𝑚i(1)||𝑟1 − 𝑟2|−1|𝜓A(2)𝜓B(1)⟩ (10)

Separation of the matrix element 𝐷 and 𝐸 into radial and angular factors is ac-

complished by expressing the Coulomb interaction potential in terms of products

of spherical harmonics,

1|𝑟1 − 𝑟2| = ∑𝜈𝜎
4�2𝜈 + 1𝛾𝜈(𝑟1, 𝑟2)𝑌∗𝜈𝜎(𝑟1)𝑌𝜈𝜎(𝑟2), (11)

where

𝛾𝜈(𝑟1, 𝑟2) = 𝑟𝜈1 /𝑟𝜈+12 , 𝑟1 < 𝑟2 (12)

= 𝑟𝜈2 /𝑟𝜈+11 , 𝑟1 > 𝑟2. (13)

Refer to elsewhere for the radial factors [21–23]. The transition probability for𝑌𝑙f𝑚f(𝜃, 𝜙) final state is the square of 𝑑𝑙f𝑚f which is the sum of Gaunt coefficient

products for each spherical harmonic operator.

𝑑𝑙f𝑚f = ∑𝜈𝜎
4�2𝜈 + 1⟨𝑌𝑙f𝑚f |𝑌𝜈𝜎|𝑌B⟩⟨𝑌𝑙i𝑚i |𝑌∗𝜈𝜎|𝑌A⟩ (14)
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= ∑
𝜈𝜎
𝑐𝜈(𝑙f, 𝑚f, 𝑙B, 𝑚B)𝑐𝜈(𝑙i, 𝑚i, 𝑙A, 𝑚A) (15)

𝑒𝑙f𝑚f = ∑
𝜈𝜎
𝑐𝜈(𝑙f, 𝑚f, 𝑙A, 𝑚A)𝑐𝜈(𝑙i, 𝑚i, 𝑙B, 𝑚B) (16)

𝜈 is a non-negative integer. 𝜎 is an integer between −𝜈 and 𝜈. In the case of direct
transition, 𝜈 and 𝜎 have the following relations with quantum numbers.

𝜈 = |𝑙f − 𝑙B| = | − 𝑙i + 𝑙A| (17)

𝜎 = 𝑚f − 𝑚B = −𝑚i + 𝑚A (18)

Note that the angular momentum (𝜎) released by the electron filling the core hole
is transferred to the emittedAuger electron. In case of𝐿2,3𝑀4,5𝑀4,5 Auger electron
emission, i.e., transition between 3𝑑 and 2𝑝 core levels, 𝜈 is equal to 1. This can
be understood that a virtual photon emitted by the 𝜓A → 𝑌𝑙i𝑚i transition triggers
the 𝜓B → 𝑌𝑙f𝑚f Auger electron emission transition.

In some cases, the quantum numbers (𝑙i, 𝑚i) of the core-hole state can be

specified by tuning the excitation photon energy at the resonance and selecting

the destination conduction band state (CB) for the core-level electron by polarized

light excitation. In the present case ofCu LMM Auger electrons, we used the reso-

nant transition of 2𝑝 (𝑙i = 1) to 4𝑠 (𝑙CB = 0,𝑚CB = 0) by the CPL excitation (𝜎 = ±1)
to specify the MQN of initial state as 𝑚CB − 𝜎 = −𝜎. Furthermore, the different

two-hole final states 𝜓A𝜓B can be accessed individually by analyzing the corre-

sponding Auger electron kinetic energies since the two-hole final states 𝜓A𝜓B are
energetically separated.

Normally, the angular momentum of photon is transferred mostly to the pho-

toelectron, however, at the absorption edge, the angular momentum is partially

transferred to the resonant Auger electrons when a MQN-polarized core hole is

generated [8].

3 Experimental details

The single-crystalline Cu(111) and (001) surfaces were sputtered with Ar+ ions
and annealed up to 500 ∘C in ultra high vacuum condition to obtain clean sur-

faces. The quality of the substrate surfaces was checked by electron diffraction,Cu photoelectron spectroscopy, and their angular distributions [24, 25]. No con-

tamination was identified.

The [101] FFP intensity from the Cu(111) surface as a function of photoelec-
tron kinetic energy and photon energy was measured using a concentric hemi-

spherical energy analyzer at the soft x-ray beamline X03DA (Photoemission and
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atomic resolution laboratory; PEARL) of Swiss Light Source (SLS). Linearly polar-

ized light was used in the present study [26]. The emission angle relative to the

incident photon axis was fixed at 60∘. The sample was mounted on a 6-axis ma-

nipulator.Cu 3𝑑 PIAD and LMM Auger electron intensity angular distribution (AIAD)

from the Cu(001) surface were measured using a display-type spherical mirror

analyzer (DIANA) [27, 28] at the circularly-polarized soft x-raybeamline BL25SU of

SPring-8, Japan [29]. Details of PIADdata processing are described elsewhere [30].

The helicity (𝜎 = ±1) of monochromatized CPL at BL25SUwas reversed by switch-

ing the path of the storage ring electrons in twin helical undulators at 0.1 Hz [31].
The acceptance solid angle of the analyzer was 1� steradian (±60∘). Electrons
emitted from the sample were energy-analyzed, and their angular distributions

were projected onto the fluorescent screen. The photon energy resolution was

about 100meV. The electron energy resolution is determined by the analyzer en-

ergy window width as indicated below for each measurement.

The photon energy of theCu𝐿3 absorption threshold measured at BL25SU [8]

was larger than the measurements at X03DA and the other facilities [32, 33] by

about 1 eV, probably due to the technical issue of the analyzer work function eval-
uation for the photon energy calibration.

4 Results and discussion

4.1 Kinetic energy and photon energy mapping

We measured the nearest neighboring atom FFP intensity at the [101] direction
from the Cu(111) surface as a function of photon energy and photoelectron ki-

netic energy at X03DA, PEARL. Figure 3(a) shows a two-dimensional intensity

map. Abscissa and ordinate are photon energy and photoelectron kinetic energy,

respectively. Diagonal lines where the kinetic energy increases with slope 1 with
the photon energy correspond to states with constant binding energies. In the

present case, valence band photoelectrons were clearly observed. By averaging

the FFP intensity for various photon energies at each kinetic energy, an x-ray

excited Auger electron spectrum was obtained as shown in Figure 3(b). The Cu𝐿2𝑀4,5𝑀4,5 Auger electron at a kinetic energy around 934 eV appears as a hori-

zontal line with a constant kinetic energy starting from photon energy of 953.0 eV
in Figure 3(a). The horizontal lines with a constant kinetic energy starting from

a photon energy of 933.1 eV correspond to the 𝐿3𝑀4,5𝑀4,5 Auger electrons. The
strongest intensity peak at the kinetic energy of 914 eV and the second largest

Bereitgestellt von | UZH Hauptbibliothek / Zentralbibliothek Zürich

Angemeldet

Heruntergeladen am | 06.01.17 09:50



Circular Dichroism in Cu Resonant Auger Electron Diffraction | 527

Figure 3: (a) A two-dimensional intensity map of the [101] FFP. Abscissa and ordinate are photon
energy and photoelectron kinetic energy, respectively. Valence band photoelectron was

observed as a diagonal line. (b) An x-ray excited Auger electron spectrum obtained by averaging

the FFP intensity for various photon energies at each kinetic energy. (c) An x-ray absorption

spectrum obtained by averaging the FFP intensity for various kinetic energies at each photon

energy. (d) The �3 and �2 absorption edge region intensity mapped in a logarithm scale.

peak at917 eV correspond to the two-hole final state of the
1𝐺4 and the 3𝐹2,3,4mul-

tiplets, respectively. The 1𝑆0 multiplet peak was observed at 910 eV. The shoulder
structure at 915 eV corresponds to

1𝐷2 and 3𝑃0,1,2 multiplets [20].

On the other hand, by averaging the FFP intensity for various kinetic energies

at eachphoton energy, an x-ray absorption spectrumwas obtained. The𝐿3 and𝐿2
absorption thresholds appear at the photon energies of 933.1 eV and 953 eV, re-
spectively. Note that Auger-electron-like feature with a kinetic energy of 911.8 eV
appeared at a photon energy above the 𝐿2 absorption threshold but not below
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the threshold. Moreover, 𝐿3𝑀4,5𝑀4,5 Auger electron intensity is also enhanced

at the 𝐿2 edge. These are the effects due to 𝐿2𝐿3𝑀4,5 Coster–Kronig transitions
whichhasbeenobserved [20, 34] and studied experimentally [35–37] and theoreti-

cally [21, 22, 38]. The energydifferencebetween the911.8-eVpeak (three-holefinal

state) and corresponding
3𝐹 𝐿2𝑀4,5𝑀4,5 peak (two-hole final state) was 24.7 eV

which is larger than the spin-orbital splitting of 19.9 eV. The difference of 4.8 eV
is due to the difference in the two-hole and three-hole final states [39]. Figure 3(d)

shows the 𝐿3 and 𝐿2 absorption edge region intensity map replotted in a logarith-

mic scale. Below the absorption thresholds, photoelectron-like resonance Raman

Auger scattering effects are detected [32, 33]. The multiplet structure was also ob-

served in the resonance Raman Auger electron spectra for the first time at the 𝐿3
edge as well as the 𝐿2 edge. They are connected to the corresponding Auger elec-
tron lines of 1𝐺4, 3𝐹2,3,4, and 1𝑆0.

4.2 Circular dichroism in angular distributions

The prominent FFP angular circular dichroism was also observed in the valence

band PIADs at the high kinetic energy of around 500 eV [6]. Recently, extraor-

dinary large angular momentum transfer to the resonant Auger electron where

the excited core electron is trapped at conduction band was found by Morscher

et al. [40] for Ni 𝐿2 absorption. We reported a quantitative analysis of angular-

momentum-polarized 𝐿3𝑀4,5𝑀4,5 Auger electrons from a nonmagnetic Cu(001)
surface at 𝐿3 absorption threshold. Upon detection of each angular-momentum-

polarized Auger electron, the element- and MQN-specific hole in valence band is

generated correspondingly.

We measured full hemisphere PIAD and AIAD from the Cu(001) surface at
BL25SU, SPring-8 [8]. Figure 4(a) shows a Cu valence PIAD at the kinetic energy

of 914 eV. PIADs excited by both helicities (𝜎 = ±1) were added. The incidence
direction of CPL, i.e. the quantization axis, was aligned along the surface nor-

mal. The energy window width of DIANA was set to 5% of 914 eV and the whole

valence band intensity or 𝐿3𝑀4,5𝑀4,5 Auger electrons were integrated. The FFPs
at the four ⟨101⟩ directions correspond to the scattering by the nearest neighbor
atoms, while the center [001] direction corresponds to the second nearest neigh-
bor atoms along the surface normal. Note that at this kinetic energy, FFP is also

present even for a delocalized valence band due to the majority of the excitation

coming from electron density existing at the vicinity of nucleus [6]. The FFP cov-

ers about 10∘ solid angle. Figure 4(b) shows a resonant Cu 𝐿3𝑀4,5𝑀4,5 AIAD at

the kinetic energy of 914 eV excited by CPL with photon energy of 934.2 eV.
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Figure 4: (a) A Cu valence
PIAD at the kinetic energy

of 914 eV. PIADs excited
by both helicities (𝜎 = ±1)
were added.

(b) A resonant Cu
�3𝑀4,5𝑀4,5 AIAD at the

kinetic energy of 914 eV
excited by CPL with

photon energy of 934.2 eV.
(c) The difference of the

two valence PIADs excited

by both helicities and

normalized by the sum.

(d) Same as (c) but for

AIAD shown in (b).

Figure 5: Azimuthal profiles of the [101] FFP
intensity for valence photoelectron and Auger

electrons.

Figure 4(c) shows circular dichroism angular distibution (CDAD) of the va-

lence band, i.e. the difference of the two PIADs excited by both helicities and nor-

malized by the sum; (𝐼1−𝐼−1)/(𝐼1+𝐼−1). The suffixdenotes the helicity. Figure 4(d)

shows the CDAD of the resonant AIAD. This result indicates that at 𝐿3 absorption
threshold, where the excited core electron is trapped in conduction band, the an-

gularmomentumwaspartially transferred to the resonant𝐿3𝑀4,5𝑀4,5 Auger elec-
trons instead.

As shown in Figure 5, the azimuthal intensity profiles of the [101] FFPs ex-
cited by CPL were individually fitted by Gaussians centered at 𝜙 = 2.89∘𝑚f direc-

tions corresponding to the different angular momenta of emitted electrons. Note

that the photoelectrons from 3𝑑 valence band gain angular momentum 𝜎 by CPL
excitation (𝑚f = 3, 2, ∼ −1), while the angular momenta of LMM Auger electrons
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Figure 6: (a) Angular

distributions of circular

dichroism (CDAD) with

different photon and

kinetic energies at vicinity

of �3 absorption
threshold. Photon energy

relative to the �3
absorption resonance is

indicated. Each 2𝜋
steradian CDAD contrast

was squared and

averaged as indicated in

the background according

to the color bar in the left.

(b) Corresponding Cu
LMM Auger electron

spectrum obtained by

averaging for various

photon energies at each

kinetic energy.

are the same as those of 3𝑑 valence electrons (𝑚i = ±2, ±1, 0). The components
of 𝑚f = ±3 do not exist in the FFP of AIAD as shown in Figure 5. The origin of

circular dichroism in the resonant AIAD at 𝐿3 absorption threshold, where the

excited core electron is trapped at conduction band, is attributed to the transition

difference to the final states𝑚f = ±1 as well as ±2.

4.3 Various two-hole final states

Details of the kinetic energy and photon energy dependence of circular dichro-

ismwere surveyed at the vicinity of the 𝐿3 absorption edge. Figure 6(a) shows the
CDAD contrasts measured using DIANA with the analyzer energy window width

of 2 eV. The kinetic energy indicated here was about 1.5 eV larger than the ac-

tual value. The excitation photon energy relative to the absorption threshold is

indicated. The corresponding Auger electron spectrum is shown in Figure 6(b).

The Auger electron intensity was largest at 914 eV corresponding to the
1𝐺4 two-

hole state, while the circular dichroism contrast was largest at 910 eV correspond-

ing to the satellite peak of
1𝑆0 two-hole state. At the 𝐿3 absorption threshold, 2𝑝

core electron is excited to 4𝑠 conduction band. Since the MQN of 4𝑠 state is 0,
orbital-momentum-polarized core hole with𝑚i = ∓1 is created by 𝜎 = ±1 excita-
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tion. Several Auger decay paths with different final states exist. Final states with

different energy canbe selected by the energy analysis of Auger electron. The final

state
1𝑆0 consists of two hole states having angular momentumwith opposite sign

(𝑚A = −𝑚B).Whena valence electronwith𝑚A = −1decays tofill2𝑝 (𝑚i = −1) core
hole, another valence counterpart with 𝑚B = 1 is emitted as 𝐿3𝑀4,5𝑀4,5 Auger
electron of

1𝑆0. Dipole operators 𝑌10 and 𝑌∗10 mediate these processes. The ex-

change term (Equation 11) is forbidden. When valence electrons with 𝑚A = −2
and 0 decay, the counterparts will be the ones with 𝑚B = 2 and 0, respectively.
Since the angular momentum is conserved throughout whole process, an Auger

electron with 𝑚f = 1 is emitted by a 𝜎 = 1 excitation in the case of 1𝑆0 two-hole
final state.

5 Conclusion

In conclusion, we havemeasured a full hemisphere intensity angular distribution

of resonant 𝐿3𝑀4,5𝑀4,5 Auger electrons excited by CPL, as well as that of 3𝑑 va-

lence photoelectron. In the case of resonant Auger electrons where the excited

core electron is trapped at the conduction band, the CDAD contrast was clearly

observed. Moreover, from the kinetic energy dependence of Auger electron FFP

parallax shift, we found that the angular momentum is transferred to the Auger

electron most effectively in the case of the 1𝑆0 two-hole creation where two states
involved have a same MQN but with opposite signs. This method has a great ad-

vantage in doping the hole states in valence band as compared to the simple va-

lence band photoexcitation, especially in the case of compound crystals and thin

films owing to the element selectivity and high sensitivity of Auger electron emis-

sion.
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Appendix

Gaunt Coefficient.Gaunt coefficient is proportional to the product of three spher-

ical harmonics integrated over the full solid angle. It is easily derived from

Clebsch-Gordan coefficients.

⟨𝑙f𝑚f|𝜈𝜎|𝑙i𝑚i⟩ =
𝜋

∫
0

2𝜋

∫
0

sin 𝜃𝑑𝜃𝑑𝜙𝑌∗𝑙f,𝑚f𝑌𝜈𝜎𝑌𝑙i𝑚i (19)

=√(2𝑙i + 1)(2𝜈 + 1)4�(2𝑙f + 1) 𝐶(𝑙i𝜈𝑙f; 000)𝐶(𝑙i𝜈𝑙f; 𝑚i𝜎𝑚f) (20)

=√2𝜈 + 14� 𝑐𝜈(𝑙f, 𝑚f, 𝑙i, 𝑚i) (21)

s → p : 𝑙i = 0, 𝑙f = 1 p → d : 𝑙i = 1, 𝑙f = 2𝑐1(1, ±1, 0, 0) = 1/√3 𝑐1(2, ±2, 1, ±1) = √2/5
𝑐1(1, 0, 0, 0) = 1/√3 𝑐1(2, ±1, 1, ±1) = 1/√5
p → s : 𝑙i = 1, 𝑙f = 0 𝑐1(2, 0, 1, ±1) = 1/√15
𝑐1(0, 0, 1, ±1) = −1/√3 𝑐1(2, ±1, 1, 0) = 1/√5
𝑐1(0, 0, 1, 0) = 1/√3 𝑐1(2, 0, 1, 0) = 2/√15
d → p : 𝑙i = 2, 𝑙f = 1 d → f : 𝑙i = 2, 𝑙f = 3𝑐1(1, ±1, 2, ±2) = −√2/5 𝑐1(3, ±3, 2, ±2) = √3/7
𝑐1(1, ±1, 2, ±1) = 1/√5 𝑐1(3, ±2, 2, ±2) = 1/√7
𝑐1(1, ±1, 2, 0) = −1/√15 𝑐1(3, ±1, 2, ±2) = 1/√35
𝑐1(1, 0, 2, ±1) = −1/√5 𝑐1(3, ±2, 2, ±1) = √2/7
𝑐1(1, 0, 2, 0) = 2/√15 𝑐1(3, ±1, 2, ±1) = 2√2/35

𝑐1(3, 0, 2, ±1) = √3/35
𝑐1(3, ±1, 2, 0) = √6/35
𝑐1(3, 0, 2, 0) = 3/√35
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Transition probability. Transition probability from the initial state (𝑙i,𝑚i) to the

final state (𝑙f,𝑚f) is the square of 𝐶1(𝑙f, 𝑚f, 𝑙i, 𝑚i)𝛩𝑙f𝑚f .
s → p : p → s :
𝑐1(1, ±1, 0, 0)𝛩1±1 = sin 𝜃2 𝑐1(0, 0, 1, ±1)𝛩00 = − 1√6
𝑐1(1, 0, 0, 0)𝛩10 = cos 𝜃√2 𝑐1(0, 0, 1, 0)𝛩00 = 1√6

p → d : d → p :
𝑐1(2, ±2, 1, ±1)𝛩2±2 = √3 sin2 𝜃

2√2 𝑐1(1, ±1, 2, ±2)𝛩1±1 = −√3 sin 𝜃√10
𝑐1(2, ±1, 1, 0)𝛩2±1 = √3 sin 𝜃 cos 𝜃2 𝑐1(1, 0, 2, ±1)𝛩10 = −√3 cos 𝜃√10
𝑐1(2, 0, 1, ∓1)𝛩20 = 3 cos2 𝜃 − 1

2√6 𝑐1(1, ∓1, 2, 0)𝛩1∓1 = −sin 𝜃2√5
𝑐1(2, ±1, 1, ±1)𝛩2±1 = √3 sin 𝜃 cos 𝜃2 𝑐1(1, ±1, 2, ±1)𝛩1±1 = √3 sin 𝜃

2√5
𝑐1(2, 0, 1, 0)𝛩20 = 3 cos2 𝜃 − 1√6 𝑐1(1, 0, 2, 0)𝛩10 = √2 cos 𝜃√5

d → f :
𝑐1(3, ±3, 2, ±2)𝛩3±3 = √308 sin3 𝜃
𝑐1(3, ±2, 2, ±1)𝛩3±2 = √304 sin2 𝜃 cos 𝜃
𝑐1(3, ±1, 2, 0)𝛩3±1 = 3

4√5 sin 𝜃 (5 cos2 𝜃 − 1)
𝑐1(3, 0, 2, ∓1)𝛩3,0 = 12√ 310 (5 cos3 𝜃 − 3 cos 𝜃)
𝑐1(3, ∓1, 2, ∓2)𝛩3,∓1 = 14√ 310 sin 𝜃 (5 cos2 𝜃 − 1)
𝑐1(3, ±2, 2, ±2)𝛩3±2 = √154 sin2 𝜃 cos 𝜃
𝑐1(3, ±1, 2, ±1)𝛩3±1 = 12√35 sin 𝜃 (5 cos2 𝜃 − 1)
𝑐1(3, 0, 2, 0)𝛩30 = 3

2√10 (5 cos3 𝜃 − 3 cos 𝜃)
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