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4Laboratory for Developments and Methods, Paul Scherrer Institute, CH-5232 Villigen PSI, Switzerland

We report muon spin rotation experiments on the magnetic penetration depth λ and the tem-
perature dependence of λ−2 in the over-doped Fe-based high-temperature superconductor (Fe-HTS)
Ba1−xRbxFe2As2 (x = 0.65) studied at ambient and under hydrostatic pressures up to p = 2.3
GPa. We find that in this system λ−2(T ) is best described by d-wave scenario. This is in contrast
to the case of the optimally doped x = 0.35 system which is known to be a nodeless s+−-wave
superconductor. This suggests that the doping induces the change of the pairing symmetry from
s+− to d-wave in Ba1−xRbxFe2As2. In addition, we find that the d-wave order parameter is robust
against pressure, suggesting that d is the common and dominant pairing symmetry in over-doped
Ba1−xRbxFe2As2. Application of pressure of p = 2.3 GPa causes a decrease of λ(0) by less than 5 %,
while at optimal doping x = 0.35 a significant decrease of λ(0) was reported. The superconducting
transition temperature Tc as well as the gap to Tc ratio 2∆/kBTc show only a modest decrease
with pressure. By combining the present data with those previously obtained for optimally doped
system x = 0.35 and for the end member x = 1 we conclude that the SC gap symmetry as well as
the pressure effects on the SC quantities strongly depend on the Rb doping level. These results are
discussed in the light of the putative Lifshitz transition, i.e., a disappearance of the electron pockets
in the Fermi surface of Ba1−xRbxFe2As2 upon hole doping.

PACS numbers: 74.20.Mn, 74.25.Ha, 74.70.Xa, 76.75.+i, 62.50.-p

I. INTRODUCTION

The family of unconventional superconductors has
grown considerably over the last couple of decades
and now includes cuprates1, heavy-fermions2, or-
ganic superconductors3 and most recently also iron
pnictides4,5. They all share a similar phase diagram6,7.
Superconductivity emerges through doping or applied
pressure when the competing magnetic state is sup-
pressed. Even after more than 20 years of inten-
sive research the superconducting (SC) pairing mecha-
nism is still not understood for the above mentioned
compounds8. To understand it, it is instructive to
study the symmetry and structure of the SC gap. A
significant experimental and theoretical effort has con-
centrated on studies of this issue in Fe-HTS’s. How-
ever, there is no consensus on a universal gap struc-
ture and the relevance for the particular gap symme-
try for high-temperature superconductivity in iron-based
high temperature superconductors (Fe-HTS’s), which are
the first non-cuprate materials exhibiting superconduc-
tivity at relatively high temperatures. In contrast to
cuprates, where the SC gap symmetry is universal the
gap symmetry and/or structure of the Fe-HTS’s can
be quite different from material to material. For in-
stance, nodeless isotropic gap distributions were observed
in optimally doped Ba1−xKxFe2As2, Ba1−xRbxFe2As2
and BaFe2−xNixAs2 as well as in BaFe2−xCoxAs2,
KxFe2−ySe2 and FeTe1−xSex

9–16. Signatures of nodal

SC gaps were reported in LaOFeP, LiFeP, KFe2As2,
BaFe2(As1−xPx)2, BaFe2−xRuxAs2 as well as in over-
doped Ba1−xKxFe2As2 and BaFe2−xNixAs2

15,17–25.

We note that an important feature of Ba1−xRbxFe2As2
and the related system Ba1−xKxFe2As2 is that the SC
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FIG. 1: (Color online) Schematic phase diagram of
Ba1−xRbxFe2As2 (after Ref. 26). The open symbols repre-
sent the values of the SC transition temperature obtained in
this work. The dashed line mark the doping level for our
sample.
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phase exists over a wide range of Rb and K-concentration,
respectively, namely from x = 0.2 to x = 1. For clarity,
the schematic phase diagram for Ba1−xRbxFe2As2, taken
from Ref. 26 is shown in Fig. 1. The data points obtained
in the present work are also shown. It was found that this
phase diagram is very similar to the thoroughly stud-
ied system Ba1−xKxFe2As2

26. The particularly inter-
esting observation in Ba1−xKxFe2As2 is the systematic
doping evolution of the nodal structure for heavy hole-
doping27,28. At around optimal doping x = 0.4, where
Tc has a maximum value of 38 K, many experiments re-
vealed the occurrence of multiple isotropic SC gaps. A
sign changing s-wave state which is mediated by spin fluc-
tuations has been invoked to explain some of the experi-
mental results. However, this state is expected to be very
fragile to the presence of nonmagnetic impurities, while
Fe-HTS’s are experimentally known to be robust against
nonmagnetic impurities. A no-sign changing s++-wave
state mediated by orbital fluctuations and which is ro-
bust against nonmagnetic impurities is another possible
candidate for the pairing in this system. Hence, the SC
pairing symmetry in the optimum region is still an open
question. However, there is consensus that the SC gap
structure itself is fully gapped for optimally doped sam-
ples of Ba1−xKxFe2As2. It is interesting that in this sys-
tem, the crossover from nodeless to nodal SC state occurs
at x ∼ 0.8. These changes were related to a Lifshitz tran-
sition, reflecting the disappearance of the electron pock-
ets in the Fermi surface (FS), at similar K-doping levels28

(unlike optimally doped Ba0.6K0.4Fe2As2 which has both
electron and hole-FSs, only hole-FSs were found in the
extremely hole-doped KFe2As2

29). The nodeless SC gaps
were also observed in Ba1−xRbxFe2As2 at optimal doping
x= 0.3, 0.35, 0.4 from the temperature dependence of the
magnetic penetration depth λ by means of muon-spin ro-
tation (µSR)11. µSR experiments performed on polycrys-
talline samples of extremely hole-doped RbFe2As2 also
suggested the presence of two isotropic s-wave gaps30,31.
However, recent specific heat and thermal conductivity
measurements on single crystals of RbFe2As2 and on the
related compound CsFe2As2 provided evidence for nodal
SC gap in these materials32–34. This suggests that the
crossover from nodeless to nodal state upon hole doping
should also be present in Ba1−xRbxFe2As2. In this re-
gard it is important to study the SC gap symmetry in
over-doped Ba1−xRbxFe2As2.

Besides doping another important tuning parameter
is the hydrostatic pressure which leads to new and in
some materials very exotic physical properties, pressure
induced phase transitions as well as changes of the char-
acteristic SC or magnetic quantities35–40. In KFe2As2,
a change of the SC pairing symmetry by hydrostatic
pressure has been proposed, based on the V -shaped
pressure dependence of Tc

38. Recently, we have shown
unambiguous evidence for the appearance of SC nodes
in optimally-doped Ba1−xRbxFe2As2 upon applied pres-
sure, consistent with a change from a nodeless s+−-wave
state to a d-wave state39. Interestingly, the theoretical

calculations41–47 as well as Raman experiments48,49 re-
vealed a sub-dominant d-wave state close in energy to
the dominant s+− state. It seems that pressure affects
this intricate balance, and tip the balance in favor of the
d-wave state. Besides the appearance of nodes with pres-
sure in optimally-doped Ba1−xRbxFe2As2, another inter-
esting observation was a strong decrease of the magnetic
penetration depth λ with pressure39. In contrast, in the
end member compound RbFe2As2 an increase of λ and
no change of the gap symmetry was found up to p = 1.1
GPa31. Thus, it is important to study the pressure effects
on the SC properties of over-doped Ba1−xRbxFe2As2 sys-
tem in order to have a picture about the pressure effects
on different regions of the phase diagram.
In the following we report on µSR studies of the tem-

perature dependence of the penetration depth λ in over-
doped Ba0.35Rb0.65Fe2As2 at ambient and under hydro-
static pressures up to p = 2.3 GPa. These results sug-
gest the d-wave superconductivity in this system, which
is distinctly different from the nodeless gap found at op-
timal doping. The d-wave order parameter symmetry is
preserved under pressure. The SC transition tempera-
ture Tc, the value of the d-wave gap as well as the zero-
temperature value of the magnetic penetration depth
λ(0) show only a modest decrease with pressure. We
compare the present pressure data with the previous re-
sults of optimally doped Ba0.65Rb0.35Fe2As2

39 and the
end member RbFe2As2

31 and discuss the combined re-
sults in the light of the possible Lifshitz transition in
Ba1−xRbxFe2As2 induced by hole doping.

II. EXPERIMENTAL DETAILS

Polycrystalline samples of Ba1−xRbxFe2As2 (x = 0.35,
0.65) were prepared in evacuated quartz ampoules by a
solid state reaction method. Fe2As, BaAs, and RbAs
were obtained by reacting high purity As (99.999 %),
Fe (99.9%), Ba (99.9%) and Rb (99.95%) at 800 ◦C,
650 ◦C and 500 ◦C, respectively. Using stoichiomet-
ric amounts of BaAs or RbAs and Fe2As the terminal
compounds BaFe2As2 and RbFe2As2 were synthesized at
950 ◦C and 650 ◦C, respectively. Finally, the samples
of Ba1−xRbxFe2As2 with x = 0.35, 0.65 were prepared
from appropriate amounts of single-phase BaFe2As2 and
RbFe2As2. The components were mixed, pressed into
pellets, placed into alumina crucibles and annealed for
100 hours at 650 ◦C with one intermittent grinding. Mag-
netization, specific heat, powder X-ray diffraction, and
µSR experiments were performed on samples from the
same batch. This allows to study the SC properties and
the pressure effects in similar samples and to make direct
comparison between the various properties in optimally
and over-doped Ba1−xRbxFe2As2. Powder X-ray diffrac-
tion analysis revealed that the synthesized samples are
single phase materials. The magnetization measurements
were performed with a commercial SQUID magnetome-
ter (Quantum Design MPMS-XL). The specific heat
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measurements (relaxor type calorimeter Physical Proper-
ties Measurements System Quantum Design) were per-
formed in zero field. Zero-field (ZF) and transverse-field
(TF) µSR experiments were performed at the πM3 beam-
line of the Paul Scherrer Institute (Villigen, Switzerland),
using the general purpose instrument (GPS). The sam-
ple was mounted inside of a gas-flow 4He cryostat on
a sample holder with a standard veto setup providing
essentially a background free µSR signal. µSR exper-
iments under various applied pressures were performed
at the µE1 beamline of PSI, using the dedicated GPD
spectrometer. Pressures up to 2.3 GPa were generated
in a double wall piston-cylinder type of cell made out
of MP35N material, especially designed to perform µSR
experiments under pressure50. As a pressure transmit-
ting medium Daphne oil was used. The pressure was
measured by tracking the SC transition of a very small
indium plate by AC susceptibility. All TF experiments
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FIG. 2: (Color online) Temperature dependence of the
zero-field cooled (ZFC) and field-cooled (FC) susceptibility
obtained in an applied magnetic field of µ0H = 2 mT for
Ba1−xRbxFe2As2 (x= 0.35, 0.65). (b) The specific heat Cp/T
as a function of temperature for Ba1−xRbxFe2As2 (x = 0.35,
0.65). The dashed lines denote the superconducting transition
temperatures Tc for both samples. The solid line is the fitted
normal state contribution Cn. The inset shows the specific
heat with Cn subtracted for different values of x.

were carried out after a field-cooling procedure. The µSR
time spectra were analyzed using the free software pack-
age MUSRFIT51.

III. RESULTS AND DISCUSSION

A. Magnetization and specific heat capacity

experiments

The temperature dependence of zero field-cooled
(ZFC) and field-cooled (FC) diamagnetic susceptibil-
ity measured in a magnetic field of µ0H = 1 mT for
Ba1−xRbxFe2As2 (x = 0.35, 0.65) is shown in Fig. 2(a).
The SC transition temperature Tc for x = 0.35 is de-
termined from the intercept of the linearly extrapolated
zero-field cooled (ZFC) magnetization curve with χmass

= 0 line and it is found to be Tc = 37 K. For the sam-
ple x = 0.6, Tc = 20 K was found, using the intercept
of linear extrapolations above and below Tc, due to a
small fraction with higher Tc. Temperature-dependent
heat capacity data for both samples plotted as Cp/T vs
T are shown in Fig. 2(b). The jumps associated with
the SC transitions are clearly seen for both concentra-
tions. The observed strong diamagnetic response and
the specific heat jumps at Tc provide solid evidence for
bulk superconductivity in both compounds. To quan-
tify the jump in specific heat, the anomaly at the transi-
tion has been isolated from the phonon dominated back-
ground by subtracting a second order polynomial Cp,n

fitted above Tc and extrapolated to lower temperature52.
The quantity (Cp - Cp,n)/T is presented as a function
of temperature in the inset of Fig. 2(b). Although there
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FIG. 3: (Color online) ∆Cp at the superconducting tran-
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together with literature data for some Fe-based SC materials,
belonging to so-called ’122’ family (after Ref. 53). The data
point for x = 0.35 is taken from Ref. 39. The line corresponds
to ∆Cp ∝ T 3.



4

is some uncertainty in using this procedure over an ex-
tended temperature range, the lack of appreciable ther-
mal SC fluctuations, as evidenced by the mean-field-like
form of the anomaly, means that there is very little un-
certainty in the size of ∆Cp. It is evident from the in-
set of Fig. 2(b) that the size of the anomaly ∆Cp/Tc

depends very strongly on x and Tc. A strong increase
in ∆Cp with Tc has been observed previously in many
’122’ Fe-HTS’s53–55. Bud’ko et. al. found that in many
’122’ Fe-HTS’s the specific heat jump ∆Cp at Tc fol-
low the empirical trend, the so-called BNC scaling53–55

∆Cp ∝ T 3. This has been interpreted as either originat-
ing from quantum critically or from strong impurity pair
breaking. A violation of the BNC scaling was observed
for Ba1−xKxFe2As2 with x > 0.7, for which a change
of the SC gap symmetry/structure was found54,55. The
specific heat jump data for the Ba1−xRbxFe2As2 sam-
ples obtained in this work and one for the end mem-
ber RbFe2As2

32 are added in Fig. 3, to the BNC plot
taken from Ref.55. The point for the optimally doped
sample lies perfectly on the BNC line. On the other
hand, the data point for x = 0.65 sample is slightly off
from it and the point for the end-compound RbFe2As2
clearly deviates from this scaling. This indicates that
the heavily over-doped Ba1−xRbxFe2As2 shows a devia-
tion from the BNC scaling, similar to that observed in
related Ba1−xKxFe2As2. Hence, one expects significant
changes in the nature of the SC state in the over-doped
Ba1−xRbxFe2As2.

B. µSR experiments

1. Zero-field and transverse-field µSR on

Ba0.65Rb0.35Fe2As2 and Ba0.35Rb0.65Fe2As2 at ambient

pressure

It is well known that undoped BaFe2As2 is not super-
conducting at ambient pressure and undergoes a spin-
density wave (SDW) transition of the Fe-moments far
above Tc.

56 The SC state can be achieved either under
pressure57,58 or by appropriate charge carrier doping59

of the parent compounds, leading to a suppression of the
SDW state. Our first task was to check whether mag-
netism is present in the samples. Therefore, we have
carried out ZF-µSR experiments above and below Tc in
Ba0.65Rb0.35Fe2As2 and Ba0.35Rb0.65Fe2As2. As an ex-
ample ZF-µSR spectra obtained above and below Tc are
shown in Fig. 4a and b, respectively. There are no pre-
cession signals, indicating the absence of long-range mag-
netic order. On the other hand, we observed a significant
drop of the asymmetry, taking place within 0.2 µs. This
is caused by the presence of diluted Fe moments as dis-
cussed in previous µSR studies60. In order to check the
size of the magnetic fraction, the ZF-µSR data were an-
alyzed by the following function:

AZF (t) = VmA0

[

1

3
e−λLt +

2

3
e−λT t

]

+(1− Vm)A0

[

1

3
+

2

3
(1− σ2t2 − Λt)e(−

σ2t2

2 −Λt)

]

.

(1)

Here, the first and the second terms describe the mag-
netic and non-magnetic parts of the signals, respectively.
A0 is the initial asymmetry, Vm is the magnetic vol-
ume fraction, and the λT, λL are the transverse and
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FIG. 4: (Color online) ZF-µSR time spectra for
Ba0.65Rb0.35Fe2As2 (a) and Ba0.35Rb0.65Fe2As2 (b) recorded
above and below Tc. The line represents the fit to the data
by means of Eq. 1. (c) Temperature dependence of the mag-
netic fraction in Ba0.65Rb0.35Fe2As2 and Ba0.35Rb0.65Fe2As2,
extracted from the ZF-µSR experiments. The error bars rep-
resent the s.d. of the fit parameters and they are smaller than
the symbols.
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longitudinal depolarization rates of the µSR signal, re-
spectively, arising from the magnetic part of the sam-
ple. The second term describing the paramagnetic part
of the sample is the combination of Lorentzian and Gaus-
sian Kubo-Toyabe depolarization function61,62. The de-
polarization rates σ and Λ are due to the nuclear dipole
moments and randomly oriented diluted local electronic
moments, respectively. The magnetic fraction obtained
by fitting Eq. 1 to the data for Ba0.65Rb0.35Fe2As2 and
Ba0.35Rb0.65Fe2As2 is plotted in Fig. 4(c). The magnetic
fraction Vm was found to be only 10 % in both sam-
ples at low temperatures, it decreases upon increasing
the temperature and becomes negligibly small at around
80 K. By using the Eq. 1 to extract the magnetic frac-
tion we assume that the static magnetic order causes
the initial loss of asymmetry. If the loss of asymme-
try is caused by dynamic magnetism, than the estimated
magnetic fraction will be even lower by an overall scale
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FIG. 5: (Color online) (a) Temperature dependence of the
difference between the internal field µ0HSC measured in the
SC state and the one measured in the normal state µ0HNS

at T = 50 K for Ba1−xRbxFe2As2 (x = 0.35 and 0.65). (b)
Temperature dependence of the superconducting muon spin
depolarization rate σsc measured in an applied magnetic field
of µ0H = 0.05 T for both samples.
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field of µ0H = 0.05 T. The dashed lines correspond to a single
gap BCS s-wave model, whereas the solid ones represent fits
using a two-gap (s+ s)-wave and a d-wave models.

factor as compared to the one shown in Fig. 4c. We
note the non-monotonous temperature dependence of the
magnetic fraction for Ba0.35Rb0.65Fe2As2. Vm increases
below 75 K. This kind of T -dependence of Vm was pre-
viously observed in a number of Fe-HTS’s63,64 with the
static magnetism and may be caused by the interplay
between magnetism and superconductivity.
The TF µSR data were analyzed by using the following

functional form:51,60,65

ATFS
(t) = ASe

−ΛTF te

[

−

(σ2
sc+σ2

nm)t2

2

]

cos(γµBintt+ ϕ),
(2)

Here A denotes the initial asymmetry, γ/(2π) ≃
135.5 MHz/T is the muon gyromagnetic ratio, and ϕ is
the initial phase of the muon-spin ensemble. Λ is the
exponential relaxation rate caused by the presence of
diluted Fe moments. Bint represents the internal mag-
netic field at the muon site, and the relaxation rates
σsc and σnm characterize the damping due to the for-
mation of the flux-line lattice (FLL) in the SC state
and of the nuclear magnetic dipolar contribution, respec-
tively. During the analysis σnm was assumed to be con-
stant over the entire temperature range and was fixed to
the value obtained above Tc where only nuclear magnetic
moments contribute to the muon depolarization rate σ.
Note that the Eq. 2 has been used previously for Fe-
HTS‘s in the presence of the diluted Fe-moments and it
was demonstrated to be precise enough to extract the
SC depolarisation rate as a function of temperature60.
The temperature dependence of the difference between
the internal field µ0Hint,SC measured in SC state and
one µ0Hint,NS measured in the normal state at T = 45
K for Ba1−xRbxFe2As2 (x = 0.35 and 0.65) is shown in
Fig. 5a, revealing a strong diamagnetic shift imposed by
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the SC state. In Fig. 5b σsc is plotted as a function of
temperature for Ba1−xRbxFe2As2 (x = 0.35 and 0.65) at
µ0H = 0.05 T. Below Tc the relaxation rate σsc starts
to increase from zero due to the formation of the FLL.
The value of σsc is lower for the over-doped sample than
the one of the optimally-doped system. In addition, an
interesting experimental fact is that the T -dependence
of the relaxation rate, which reflects the topology of the
SC gap, changes between x = 0.35 and 0.65. The data
for x = 0.35 is flat below T/Tc ≃ 0.4, indicating a fully
gapped SC state. In contrast, the data for x = 0.65
exhibits a steeper temperature dependence of σsc(T ), in-
dicating the presence of quasiparticle excitations. In or-
der to quantify the change of the symmetry of the SC
gap, we analyzed the T -dependence of the magnetic pen-
etration depth. For polycrystalline samples the temper-
ature dependence of the London magnetic penetration
depth λ(T ) is related to the muon spin depolarization
rate σsc(T ) by the equation:66

σ2
sc(T )

γ2
µ

= 0.00371
Φ2

0

λ4(T )
, (3)

where Φ0 = 2.068×10−15 Wb is the magnetic-flux
quantum. Equation (2) is only valid, when the sep-
aration between the vortices is smaller than λ. In
this case according to the London model σsc is field
independent.66 Field dependent measurements of σsc was
reported previously11. It was observed that first σsc

strongly increases with increasing magnetic field until
reaching a maximum at µ0H ≃ 0.03 T and then above
0.03 T stays nearly constant up to the highest field
(0.64 T) investigated. Such a behavior is expected within
the London model and is typical for polycrystalline high
temperature superconductors (HTS’s)67. The observed
field dependence of σsc implies that for a reliable deter-
mination of the penetration depth the applied field must
be larger than µ0H = 0.03 T.
λ(T ) can be calculated within the local (London) ap-

proximation (λ ≫ ξ) by the following expression:51,68

λ−2(T,∆0,i)

λ−2(0,∆0,i)
= 1+

1

π

∫ 2π

0

∫

∞

∆(T,ϕ)

(
∂f

∂E
)

EdEdϕ
√

E2 −∆i(T, ϕ)2
,

(4)
where f = [1 + exp(E/kBT )]

−1 is the Fermi func-
tion, ϕ is the angle along the Fermi surface, and
∆i(T, ϕ) = ∆0,iΓ(T/Tc)g(ϕ) (∆0,i is the maximum gap
value at T = 0). The temperature dependence of
the gap is approximated by the expression Γ(T/Tc) =
tanh {1.82[1.018(Tc/T − 1)]0.51},69 while g(ϕ) describes
the angular dependence of the gap and it is replaced by 1
for both an s-wave and an s+s-wave gap, and | cos(2ϕ)|
for a d-wave gap.70

The temperature dependence of the penetration depth
was analyzed using either a single gap or a two-gap model
which is based on the so-called α model. This model was
first discussed by Padamsee et al.71 and later on was suc-
cesfully used to analyse the magnetic penetration depth

data in HTS’s69,72. According to the α model, the su-
perfluid density is calculated for each component using
Eq. 3 and then the contributions from the two compo-
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FIG. 7: (Color online) (a) ZF-µSR time spectra for
Ba0.35Rb0.65Fe2As2 for p = 0 and 2.3 GPa at the base tem-
perature T = 2.5 K. Transverse-field (TF) µSR time spectra
obtained above and below Tc for Ba0.35Rb0.65Fe2As2 (after
field cooling the sample from above Tc): (b) p = 0 GPa and
(c) p = 2.3 GPa. The solid lines in panel (b) and (c) represent
fits to the data by means of Eq. 6.
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nents added together, i.e.,

λ−2(T )

λ−2(0)
= ω1

λ−2(T,∆0,1)

λ−2(0,∆0,1)
+ ω2

λ−2(T,∆0,2)

λ−2(0,∆0,2)
, (5)

where λ−2(0) is the penetration depth at zero temper-
ature, ∆0,i is the value of the ith (i = 1, 2) supercon-
ducting gap at T = 0 K, and ωi is a weighting fac-
tor which measures their relative contributions to λ−2

(ω1 + ω2 = 1).
The results of the analysis for Ba1−xRbxFe2As2 (x =

0.35, 0.65) are presented in Fig. 6. The lines represent
fits to the data using a s-wave model (dashed line) and
s + s-wave and d-wave models (solid lines). In agree-
ment with our previous report11 the two-gap s+s-wave
scenario with a small gap ∆1 = 2.7(5) meV and a large
gap ∆2 = 8.41(23) meV, describes the experimental data
for the optimally doped x = 0.35 sample fairly well. On
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FIG. 8: (Color online) (a) Temperature dependence of the
difference between the internal field µ0HSC measured in the
SC state and the one measured in the normal state µ0HNS at
T = 45 K for Ba0.65Rb0.35Fe2As2 recorded for various hydro-
static pressures. (b) Temperature dependence of the super-
conducting muon spin depolarization rate σsc in an applied
magnetic field of µ0H = 50 mT for Ba0.35Rb0.65Fe2As2 for
selected applied pressures. The inset shows the data recorded
at p = 0 GPa for the sample measured together with the cell
and without the cell.

the other hand, for the over-doped sample x = 0.65 a
d-wave gap symmetry with a gap ∆ = 8.2(7) meV gives
an adequate description of λ−2(T ). This conclusion is
supported by a χ2 test, revealing the smaller value of
χ2 for d-wave model by ∼ 25 % than the one for s + s-
wave model. Furthermore, we note that the s + s-wave
model fit gives the following value for the smaller gap ∆1

= 0.6(5) meV which is comparable to zero, ruling out
this model as a possible description of λ(T ) for the over-
doped sample x = 0.65. This suggests that the heavy
hole-doping in Ba1−xRbxFe2As2 induces a change of the
SC gap topology from nodless to nodal, as it is the case
for the related system Ba1−xKxFe2As2.

2. High pressure zero-field and transverse-field µSR
experiments on Ba0.35Rb0.65Fe2As2

Figure 7a shows the ZF-µSR time spectra for p = 0 and
2.3 GPa obtained at T = 2.5 K for Ba0.35Rb0.65Fe2As2.
The ZF relaxation rate stays nearly unchanged be-
tween p = 0 GPa and 2.3 GPa, implying that there
is no sign of pressure induced magnetism in this sys-
tem. Figures 7b and 7c exhibit the TF time spectra
for Ba0.65Rb0.35Fe2As2, measured at ambient p = 0 GPa
and maximum applied pressure p = 2.22 GPa, respec-
tively. Spectra above (45 K) and below (1.7 K) the SC
transition temperature Tc are shown. The TF µSR data
were analyzed by using the following functional form:51

ATF (t) = ATFS
(t) +Apc exp

[

−
σ2
pct

2

2

]

cos(γµBint,pct+ ϕ).

(6)
Here Ps(t) is the function used to describe the sample
response and is given by Eq. 2. Apc denote the initial
asymmetry of the pressure cell. ϕ is the initial phase of
the muon-spin ensemble and Bint,pc represents the inter-
nal magnetic field probed by the muons, stopped in the
pressure cell. The Gaussian relaxation rate, σpc, reflects
the depolarization due to the nuclear magnetism of the
pressure cell. As shown previously73, the diamagnetism
of the SC sample has an influence on the pressure cell
signal, leading to the temperature dependent σpc below
Tc. In order to consider the influence of the diamagnetic
moment of the sample on the pressure cell73 we assume
the linear coupling between σpc and the field shift of the
internal magnetic field in the SC state: σpc(T ) = σpc(T
> Tc) + c(T )(µ0Hint,NS - µ0Hint,SC), where σpc(T > Tc)
= 0.35 µs−1 is the temperature independent Gaussian
relaxation rate. µ0Hint,NS and µ0Hint,SC are the inter-
nal magnetic fields measured in the normal and in the
SC state, respectively. As indicated by the solid lines in
Figs. 7(b,c), the µSR data are well described by Eq. (5).
A large diamagnetic shift of µ0Hint sensed by the

muons below Tc is observed at all applied pressures. This
is evident in Fig. 8a, where we plot the difference be-
tween the internal field µ0Hint,SC measured in SC state
and µ0Hint,NS measured in the normal state at T = 45 K
for Ba0.35Rb0.65Fe2As2. The SC transition temperature
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Tc is determined from the intercept of the linearly extrap-
olated µ0(Hint,SC-Hint,NS) curve with it’s zero line and it
is found to be Tc = 21.6(7) K and 19.2(5) for p = 0 GPa
and 2.3 GPa, respectively. The ambient pressure value
of Tc is in perfect agreement with the one Tc = 20.9(5)
K obtained from magnetization and specific heat exper-
iments. With the highest pressure applied p = 2.3 GPa
Tc decreases by ∼ 2.4 K, corresponding to a stronger
pressure effect on Tc as compared to the one observed
in the optimally doped sample Ba0.65Rb0.35Fe2As2. The
temperature dependence of σsc for Ba0.35Rb0.65Fe2As2 at
various pressures is shown in Fig. 8b. The inset shows
the data recorded at p = 0 GPa for the sample measured
together with the cell and without the cell. The temper-
ature dependences as well as the relaxation rates are in
good agreement with each other. While the overlap of
the low-T data for p = 0, 0.54 and 1.02 GPa is observed,
it is clear that σsc for the highest applied pressure p =
2.3 GPa has slightly steeper T -dependence at low tem-
peratures. This leads to a tiny pressure induced decrease
of the zero-temperature value of the penetration depth
λ(0), which is different from the observation for the x
= 0.35 sample where a substantial decrease of λ(0) was
reported. Note that for all applied pressures the temper-
ature dependence of λ−2 is well described by a d-wave
gap symmetry as shown in Fig. 9. This implies that the
d-wave symmetry in over-doped Ba0.35Rb0.65Fe2As2 is
robust against pressure. The results of the x = 0.65 sam-
ple extracted from the analysis of the pressure data are
summarized in Table I. We note that the nodal SC gaps
are promoted in the optimally doped x = 0.35 system un-
der pressure, as shown in our previous work11. However,
the nodes exist only on the electron pockets, while in the
hole pocket gap is nearly constant. But in case of the
over-doped x = 0.65 system, the results are consistent
with the presence of nodal d-wave gaps on all Fermi sur-
face sheets. It is important to emphasize that by heavy
hole doping as well as hydrostatic pressure, one can in-
duce stable d-wave pairing in Ba1−xRbxFe2As2. The re-
cent theoretical and experimental49 studies of optimally-
doped Ba0.6K0.4Fe2As2 revealed a sub-dominant d-wave

TABLE I: Summary of the parameters obtained for polycrys-
talline samples of Ba0.35Rb0.65Fe2As2 by means of µSR.

p (GPa) Tc (K) ∆ (meV) 2∆/kBTc λ (nm)
0 22.44(13) 8.2(7) 8.55(47) 257(5)
0.54 21.97(15) 6.4(3) 6.83(47) 254(5)
1.02 21.32(18) 6.3(3) 6.88(59) 256(6)
2.3 19.8(2) 5.3(3) 6.1(6) 250(6)

state close in energy to an s+− state. It was shown that
the coupling strength in this subdominant d channel is
as strong as 60 % of that in the dominant s+− channel.
According to the results, presented and discussed above,
pressure and heavy hole doping tip the intricate balance
between d and s in favor of a d-wave state.

IV. PHASE DIAGRAM

The results of λ−2(T ) for Ba0.35Rb0.65Fe2As2 analy-
sis are summarized in Fig. 10a-d, showing Tc as well as
the zero-temperature values of λ(0), the SC d-wave gap
∆, and the gap to Tc ratio 2∆/kBTc as a function of
hydrostatic pressure. Upon increasing the hydrostatic
pressure from p = 0 to 2.3 GPa, λ(0) is increased by less
than 5 % and Tc is decreased by 10 %. Both ∆ and
2∆/kBTc shows only a modest decrease with increasing
pressure. Our results show that there are no significant
changes of the SC properties of Ba0.35Rb0.65Fe2As2 under
pressure and d represents the most stable pairing sym-
metry in Ba0.35Rb0.65Fe2As2. In order to reach a more
complete view of the pressure effect on σsc(0) and Tc in
Ba1−xRbxFe2As2 in Fig. 10a,b we combined the present
data with the previous high-pressure µSR results on opti-
mally doped Ba0.65Rb0.35Fe2As2 and on RbFe2As2 which
presents the case of a naturally over-doped system. For
all samples, the Tc(p) and λ(0)(p) behaviors are linear, so
that the pressure dependence of Tc and λ(0) can be well
represented by dTc/dp and dλ(0)/dp values, respectively.
The pressure derivative, dTc/dp, is negative for all x =
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0.35, 0.65, 1 and it’s magnitude increases with increas-
ing x. However, there is at higher pressures fundamental
difference of Tc(p) between the x = 0.35, 0.65 and x =
1 samples. Namely, for x = 1 a V -shaped temperature
pressure phase diagram is observed74 as in KFe2As2

38

which is absent for x = 0.35 and 0.65. Regarding λ(0),
application of pressure of p = 2.3 GPa causes a decrease
of its value by 15 % in optimally doped sample x = 0.35,
while only very tiny decrease of λ(0) is observed for the
over-doped system x = 0.65. Instead, for the end mem-
ber compound an increase of λ(0) with pressure is ob-
served. This means that the dλ(0)/dp is negative and
large for x = 0.35. On further increasing the x to 0.65
it’s magnitude becomes negligibly small but is still neg-
ative and becomes positive for the end member x = 1.
So, the sign change of dλ(0)/dp takes place for some the
x values located between x = 0.65 and 1. The above re-
sults provide clear evidence that the SC gap symmetry
as well as the pressure effects on Tc and on λ(0) strongly
depends on doping level x. Note that in the optimally
doped ’122’-system Ba1−xKxFe2As2 several bands cross
the Fermi surface (FS)9,75,76. They consist of inner (α)

and outer (β) hole-like bands, both centered at the zone
center Γ, and an electron-like band (γ) centered at the
M point. Band structure of Ba1−xKxFe2As2 changes are
associated with hole doping. The hole Fermi surfaces ex-
pand with increasing x, whereas electron Fermi surfaces
shrink gradually and disappear for x > 0.6, giving rise
to a Lifshitz transition. Since, the investigated system
is very similar to Ba1−xKxFe2As2, one expects similar
doping induced changes in the band structure in both
materials. Hence, the x dependence of the SC gap sym-
metry as well as the pressure effects, reported above for
Ba1−xRbxFe2As2, may be related to this putative Lif-
shitz transition.

V. SUMMARY AND CONCLUSIONS

In summary, the SC properties of optimally and over-
doped Ba1−xRbxFe2As2 (x = 0.35 and 0.65) samples at
ambient pressure were studied by means of magnetiza-
tion, specific heat and µSR experiments. In addition,
the x = 0.65 specimen was investigated under hydro-
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static pressures up to p = 2.3 GPa through zero-field
and transverse field µSR experiments. While the specific
heat jump for the x = 0.35 sample follows the so called
BNC scalling, the heavily over-doped Ba1−xRbxFe2As2
shows a deviation from the BNC scaling as it was ob-
served for the related Ba1−xKxFe2As2 system. In con-
trast to nodeless SC gap observed in the optimally doped
sample x = 0.35, the temperature dependence of the
magnetic penetration depth λ suggests a d-wave SC gap
in over-doped system x = 0.65. The d-wave symmetry
is preserved under hydrostatic pressures up to p = 2.3
GPa, indicating the robustness of the d-wave symmetry
in the over-doped region. The fact that the rather sta-
ble d-wave symmetry was also observed in the optimally-
doped sample x= 0.35 under pressure indicates that both
tuning parameters, heavy hole doping and hydrostatic
pressure, promote the same pairing mechanism for su-
perconductivity in Ba1−xRbxFe2As2. The values of the
magnetic penetration depth λ, Tc as well as the d-wave
gap ∆ and the ratio 2∆/kBTc show a small and mono-
tonic decrease with increasing the pressure. By combin-
ing the present data with those previously obtained for
the optimally doped system39 and for the end member

RbFe2As2
31 we conclude that the SC gap symmetry as

well as the pressure effects on the quantities character-
izing the SC state strongly depends on the hole doping
level x. The combined results may be interpreted by
assuming a disappearance of the electron pocket from
the Fermi surface upon the high hole doping, resulting
in a Lifshitz transition. Note that the absence of the
γ electron pocket has been observed by ARPES in the
related system KFe2As2

29. Finally, we suggest that the
Ba1−xRbxFe2As2 and Ba1−xKxFe2As2 superconducting
series have a common doping dependence of the SC prop-
erties. The present results may help to explore the mi-
croscopic mechanism responsible for the observed non-
universaltiy of the SC gap structure in the Fe-HTS’s.
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